
quality SPECIFICATION Of HOME FURNISHING, OFFICE, & OUTDOOR FABRIC
ITEM INSPECTION TOOLS NOTESUBJECT STANDARD

WIDTH

handtouch
of fabric

SCALE No Negative tolerance - positive allowance
4cm allowed

master sample

expressed numerical value = 0

Physical
Properties

laboratory
test

AteJA Standard Customer's request if
necessary

length SCALE
Min. 30 m (netto)

Max. 60 m (netto)

M
EA
SU
RE

for more update visit and follow us at :

www.ateja.co.id atejatextiles atejatextiles

COLOR VISUAL - Standard & Limit sample (data
spektrofotometer E < 1.0)

- Standard & Limit sample (data
spektrofotometer for sunproof fabric
E < 0.8)

- Do not mix if different lot
<LOT Number>

- Stock may vary from standard
sample in color & texture

Y
Y

Gross Length
Net Length

M
M

Design
CALIBRE

Width

Piece No.

Lot No.

Order No.

Colour
150

Inspection
144 Cm YL A

52.2
52

01C/064/05/20_SKU

FA-CALIBRE-DD-150

*202000000522291*
Do not burn or dispose this fabric into water source!

20N5-A15-26D-O

REJECT VISUAL a. 0 - 20cm

b. 0 - 50cm

c. 0 - 100cm

d. Joint fabric

e. maximum reject

f. maximun reject length

G.maximum joint

H.Minimum distance between reject

- outdoor fabric = minimum 6m

- office & contract fabric = minimum 10m

- Home furnishing = Minimum 6m

(for export & local project) &

minimum 2m (for local)

extra 20cm

extra 50cm

extra 100cm

extra 20cm

= 3 units/roll

= 100cm/units

= 1 joint/roll

tagging

defect

skewing scale tolerance max. 2% from full width fabrics

(for stripe design max. 0.5%) max 2%
from full
width
fabric

lorenzia (office & contract fabric)

warp and weft direction

15mm

400mm

Bowing scale Sunproof (outdoor fabric)

tolerance max. 2% from full width fabrics

(for stripe design max 0.5%)

max 2%
from full
width
fabric

ITEM INSPECTION TOOLS NOTESUBJECT STANDARD

Ap
pe
ra
nc
e

400mm

400mm

15mm

15mm

400mm

400mm

25mm

25mm

Home furnishing

warp and weft direction

25mm

400mm

touch by handhand
touch

Note :
- All sunproof's products are not recommend to be combined with teak, as it might cause a defect on the fabric's surface
- please inform piece number if you find the problem of quality & quantity


